
SPC core

Surface

Finish

Series

Properties Unit Set point Result

Reaction to fire EN 13501-1:2018 Bfl-s1

Slip resistance EN 13893: μ ≥0.3
 μ = 0.49

Class DS

Thermal conductivity W/(m.K) 0.105 W/(m.K)

Thermal resistance (m2.K)/W 0.034 (m2.K)/W

Antistatic floor coverings EN1815 ✓

Content of 

pentachlorophennol (PCP)
Detection Limit = 0.5 mg/kg ✓

Formaldehyde emission Class E1 ✓

The manufacturer has a quality management system according to ISO9001

Plank and Herringbone

EIR-Embossed in Register

UV coating

Aqua Composite Superior Flooring
Stone Polymer Composite
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